Gold Quality Report

i Sr. No. Analysed For Pet Flakes Unit Specification
1 Visual Appearance @~} e Flakes
i 2 |Intinsic Viscosity dl/gm 0.75 -
i 3  iMoisture Content % 0.7
3 iAsh wt % 0.04
4 !Bulk Density I gm/cc 5 0.25-0.35 :
5 EPaper Contamination 1' ppm ' 15 -'
i 6 ' Glue Contamination i ppm T 10
E 7  iMetal Contamination ppm i Nil
i 8 iColor Flakes E % 0.05
9 =.Ligh’c Blue Color Flakes :r % 5 0.04 :
{10 PP / PE _— c
11 iPVC Contamination ppm Nil
P12 5Non PET Contamination i ppm | Nii
E 13 iFines (< 2mm) % E 1 ;
| 14  iFlakes Dimansions 2 to 12 % i 89 b
15 iFlakes Dimansions (> 12 mm ) L% ' 10 ,
16 {Water ph A Before & After Washing Flakes : ph E 1 E




