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Product name Polystyrene Criterion Q/LWXCL-001-2021
HORE Hb A5 e P m it
Sampling spot PR 7 H 1 Lot NO. GP 525 221204#4 4C
A= H S Hr H #A
\ED. 2022. 12. 04 Testing Time 2022. 12. 05
e
Model GP 525
BATE 54 R
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Item Uint |qualified Results Test Method
I_[ 7N
IR (k) A /kg <10 0 SH/T 1541-2006
Appearance
KRR AL (MFR) . B j
Molt Flow Index g/10min | 6.0-9.0 7.4 GB/T 3682.1-2018
Y ice
¢E1$§§EZ(()B) MPa =40.0 48.5 GB/T 1040.2-2006
Tensile Strength
ot b TR -
BRI IL (acu) | 00 | 27 9.6 GB/T 1043-2008
Charpy Impact
geR A .
C =90.0 93.5 GB/T 1633-2000
(TV50/120) /
7R
e % =86. 0 89. 8 GB/T 2410-2008
Transparency
bl - <0.7 0. 26 GB/T2410-2008
Haze
B T 7 K P PN
PRRR LM eI ppm <700 270 GB/T 16867-1997
Residual Styrene
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j‘”ﬁEén% A;I.%
Conclusion =
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