Analyse SAMP/682

SAMP/682 — PVDF blanc
analyse FTIR - Fig 3 PVDF

analyse DSC - Fig 4 PVDF ; il semble étre un homopolymere

Strips PVDF pur. Probablement homopolymeére.
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Fig 3-4: Analyses FTIR, DSC SAMP/682
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